Bondar=legg, Inc.
12980 West Cedar Dr.

Geochemical
Lakewood, Colorado 80228 Lab REpOI't
(303) 989-1404
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DB9-31933.4 ( COMPLETE ) I REFERENCE INFO: 0-223
CLIENT: BROHM WIMING CORP. SUBNITTED BY: J. BARROM
PROJECT: RA9-389 DATE PRINTED: 12-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 45 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MNUMBER
D DRILL CORE 45 2 -150 43 fissay Prep 43
Sample Pickup i

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON




Bondaz-€legg, Inc. .
+12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TE PRINTED: 12-DCY-89
REPORT: D89-31933.4 [_ggﬂJECT: R83-589 PAGE 1
SAMPLE ELEMENT fAu SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS 0pPT
D2 R89-589-0-5 0.008 D2 R89-589-200-205 0.003
D2 R89-383-3-10 0.008 D2 RA9-583-205-210 0.006
D2 R89-589-10-15 0.013 D2 R89-389-210-215 0.004
D2 R89-583-15-20 0.004 D2 R89-589-215-220 0.012
D2 R89-589-20-25 0.070 D2 R89-589-220-225 0.030 .—
D2 R83-589-25-30 0.011
D2 R89-589-30-35 0.014
D2 R89-589-35-40 0.015
D2 R89-589-40-45 0.011
D2 R89-589-45-50 0.017
D2 R89-589-50-35 0.025
D2 R89-589-55-60 0.026
D2 R89-589-60-65 0.010
D2 R83-589-65-70 0.014
D2 R89-389-70-75 0.014
D2 R89-389-75-80 0.004
D2 R83-589-80-83 0.014
D2 R89-589-83-90 0.017
D2 R89-589-90-93 0.013
D2 R89-589-95-100 0.013
D2 R83-589-100-105 0.018
D2 R89-369-103-110 0.019
D2 R89-589-110-115 0.017
D2 R89-589-115-120 0.009
D2 R83-389-120-125 0.019
D2 R89-589-123-130 0.011
D2 R&89-589-130-135 0.020
D2 R89-589-135-140 0.010
D2 R89-589-140-145 0.025
D2 R89-589-145-150 0.013
D2 R89-589-150-155 0.014
D2 R89-589-135-160 0.008
D2 R89-589-160-165 0.009
D2 R89-589-165-170 0.003
D2 R89-589-170-175 0.014
D2 R89-589-175-180 (0.002
D2 R89-589-180-185 0.013
D2 R89-589-185-190 0.002
D2 R89-589-190-195 0.007

D2 RB9-589-195-200 0.008
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31955.4 ( COMPLETE )

| | REFERENCE INFO: 225-575

CLIENT: BROHM MINING CORP.
PROJECT: R&9-589

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 70 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 70 2 -150 70 fAssay Prep 70
Excessive Wetness 1192
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARROM

MR, _JIM BARRON _




BanJair-CkEg,Jnc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical |
Lab Report

|,_DBTE PRINTED: 12-0CT-89
P

REPORT: D89-31335. 4 ROJECT: R83-589 PAGE 1
SAMPLE ELEMENT fu SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS 0Pt
D2 R89-589-225-230 0.088 D2 RA9-589-425-430 0.083
D2 RA89-589-230-235 0.050 D2 R89-589-430-435 0.035
D2 R89-589-235-240 0.017 D2 R89-589-435-440 0.023
D2 RB3-583-240-245 0.007 D2 R89-589-440-445 0.082
D2 R89-589-243-250 0.013 D2 R89-589-445-450 0.030
D2 R89-589-250-255 0.004 D2 R89-589-450-455 0.186
D2 R89-589-255-260 0.020 D2 R89-589-455-460 0.035
D2 R89-589-260-265 0.023 D2 RBI-583-460-465 0.136
D2 R89-589-265-270 0.011 D2 R89-589-465-470 0.076
D2 R89-589-270-275 0.006 D2 R89-589-470-475 0.023
D2 R89-589-275-280 0.004 D2 R89-589-475-480 0.017
D2 R89-589-280-285 0.005 D2 R89-589-480-485 0.024
D2 R89-589-285-230 0.011 D2 R89-389-485-490 0.032
D2 R89-589-290-295 0.007 D2 R89-389-490-435 0.127
D2 R89-589-295-300 0.005 D2 R89-589-495-500 0. 341
D2 R89-589-300-303 0.007 D2 RA9-589-500-505 0.239
D2 R89-589-305-310 0.006 D2 RB9-589-505-510 0.058
D2 R83-589-310-315 0.006 D2 R89-589-510-513 0.087
D2 R89-589-315-320 0.013 D2 R89-589-515-520 0.106
D2 R89-589-320-323 0.043 D2 R89-589-320-525 0.150
D2 R89-589-325-330 0.011 D2 RA89-589-525-530 0.034
D2 R89-589-330-335 0.011 D2 R83-589-530-535 0.008
D2 R89-589-335-340 0.007 D2 R89-583-535-540 0.028
D2 R89-589-340-345 0.017 D2 R89-589-340-545 0.016
D2 R89-589-345-350 0.017 D2 R89-589-545-550 0.049
D2 R89-589-350-355 0.041 D2 R89-589-550-555 0.011
D2 R89I-589-355-360 0.029 D2 RB9-389-555-560 0.009
D2 R89-589-360-365 0.136 D2 R893-589-360-563 0.013
D2 R89-589-363-370 0.016 D2 RB9-589-565-570 0.016
D2 R89-589-370-375 0.032 D2 R89-389-570-575 0.008
D2 R89-589-375-380 0.209

D2 R89-589-380-385 0.064

D2 RB9-589-385-390 0.032

D2 R89-569-390-395 0.063

D2 R89-589-393-400 0.267

D2 RB9-589-400-405 0.160

D2 R89-589-405-410 0.326

D2 R89-589-410-415 0.412

D2 R89-589-415-420 0.060

D2 RA9-389-420-425 0.253
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
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Bondar-Jegg, Inc.
12980 West Cedar Dr.
L‘kewood, Colorado 80228
(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31956.4 ( COMPLETE )

|

‘ REFERENCE INFO: 575-700

CLIENT: BROHM MINING CORP.
PROJECT: R89-383

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-OCT-89

ORDER ELEMENT

1 Au Gold

NUMBER OF LOWER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
25 0.002 0PT Fire fAssay

SAMPLE TYPES NUMBER

D DRILL CORE 25

SIZE FRACTIONS

NUMBER

2

-150

SAMPLE PREPARATIONS NUMBER

fAssay Prep 25
Excessive Wetness 390
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

MR, JIM BARRON




Bondar-Clegg, Inc.
1298Q West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TED: 12-0CT-83
PROJECT: R89-589

REPORT: D89-31956.4 44] PAGE 1
SAMPLE ELENENT Au
NUMBER UNITS  OPT

D2 R89-589-575-580 0.022

D2 R89-589-580-585 04024

D2 RB9-583-585-590 0.0 |
D2 R89-549-590-595 | 0.008

D2 R89-589-535-600 0.054

D2 R89-589-600-605 0.014

D2 R89-589-605-610 DT ——
D2 R89-589-610-615 0.022

D2 RB9-589-615-620 0.016

D2 R89-589-620-625 0.013

D2 RB9-589-625-630 0.018

D2 R89-589-630-635 0.026

D2 RB9-589-635-640 0.003

D2 R89-589-640-645 0.003

D2 R89-589-645-650 0.014

D2 R89-589-650-655 0.009

D2 R89-589-655-660 0.010

D2 R89-589-660-665 0.013

D2 R89-589-665-670 0.010

D2 R89-589-670-675 0.003

D2 RBI-589-675-680 0.007

D2 R89-589-680-685 0.011

D2 R89-589-685-690 0.028

D2 R89-589-630-635 0.006

D2 R89-589-695-700 0.007 «—
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



IBE@EUW@

BROHM MINING CO. i




,b;:\.;‘i;j';-, Conlnclo: L /)’/\// Coordinates Y7252, 30 M 25 397. gQEonlocl £;(,04 NSion Holo No gg? S’XC/‘ (S: fe A- 3)
L - . v
//,/ _ Drm Typo D4OK w/o AKX Al Casing Depth_ State_. SO ' sh..' ot f
N Holo Siu : Bearing___—___inclination___ :500 Date Started onoony / /Z7[ ég/ Q o ANCAaf /4 //
Collat Elev. 265677 . Final Deoth 007 .Date Completed__ Holo Sutvoyod V/
. |__GRAPHICLOGS 1 een GEOLOGIC NOTES — | —1
23 'LTE“AT'ON:::::.;' o ﬂ 513 S2 .| 8 1 DESCRIPTION L . MINERALIZATION . |
%,‘? A §§ 3 - 5: _:o' 3 |ROCK TYPE \,m'uinocv ALTSRATION, TaxTUARS, %;;;mm. - et ASSAY _
_ -”:; 3 8 3'§ j : LT i GRAW Si2€, FRAGMENY 812 n v...m, '.,,,“m., S ] ae ) el - A
Ckide [91590-5 T oA L OO 380 Otz Thadle  10=708 Oxide ——— T 9o
| | Y1 oorahyey. Querdll co/or s ‘wianaishl (i gcvchle , JE
L , | . /ru;ﬁ' v ] , « i C._‘__,
P ‘ . - , =
20-25 — ~<
‘ 1 8\
1¢
' i I~
= 19
) ) 1.,
i 2 ; :‘
o100 g
] = 'j
1 5
: 1 l 3 O-[B )j




.« -4

Contractor Coordinates Project - Hole No.
Drill Type Casing Depth State Shoot_Z___o'_i_
Hole Size Bearing_ _ . Inclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
- GRAPHIC LOGS S otanon GEOLOGIC NOTES
% Z|ALTERATION; ool o & - 1 %W*g TR DESCRIPTION ' MINERALIZATION
- e - - = v "
2 = 1 °z23 - E: sl 3 ROCK TYPE MIERALOSY, ALTERATION, TERTUALS. %"”‘“‘“. Lyet ASSAY
\ ." { 3 b a § E ; GAAN SIZE, PRAGMENY BI2E Velatht, '........... Ae As
Oxde 155151175~ /80 Zato . _
L H]E U/ \
T : i
T o % '
720
1L
1 [ 1 i
| L 1il |
| P i 1 %
Lo 1 [11220-225 |
| R i
C Ll ;
': il |
T x
A l‘ i. | K45250 | _
\ | 1
| Rt % .
| |
| i 1. L
\ e
|
\. Pl % ;
k L K
| | 1 P95-300 l
!
| . | l (E/o—’?EQl Leeper Auralirh Zan
| Tl AV 0r )]
| {1 R20-3257
! \ —
‘ _
’ Q \
\ R -
VTl | |
™

DRRL CUTTING LOG

togoed dy:




. . Contractor
-

< - 4L

Coordinates A PVO’.C‘ - Hote No. %X?/gg 9
Deill Type Casing Depth State Shul_zo'_i_
Hole Size Bearing Inclination, Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
. GRAPHIC LOGS S ocamon GEOLOGIC NOTES |
% ZALTERATION: it 4 5 - | g“g 5% .| @ \ DESCRIPTION 1 MINERALIZATION
%"’ § g k3 - E z § E ROCK TYPE; - MERALOGY, ALTRRATION, TEXTURES, mmn._m.“ Lxet ASSAY
. r 3 5 2 iw E . GAAM S1Z€, PRAGMENT 8128 Velatt, Roplagement A | A
| Oxide 1513 - “Tatlp 1 —_ '
L | L VY \
L : | J
L LD / !
l | |1970-37s] [ — _
I 7ol 7< 230395 e ~wlisr
N /72 % r< Db hlen o SenoliFh _rd Tate.
L 0} = v/
R 3l 40 Jatn RIS s ((NuArlze Trachyle
‘: x\l l] 5 Uy/ Nodhyryv : !
: | . A N ; \
| L1 \ (don-527) 20-707% o cfias Shoey .
{ l L \://Pc?i;-.cr/ ﬁl/f[\a./,’c% (’0/9/‘ //17(‘\ O'X/'(r",-f ‘//h/:‘J
RS A A
1 \ l '
L 11
AR ARt .
RERILN
| B
R
| AR
| L o —
J\ R :
|
l
-
e
l —
IR
‘ L L
LU ]
\ ! \

DRRL CUTTING LOO

Logged bY:



BECERE SN

Contractor

Coordinates

Project — Hole No. /yaf Oﬁ?
Orill Type Casing Depth State Sh“!.io'_ﬁ_'
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Final Depth Date Completed . Hole Surveyed
- GRAPHIC LOGS oeation GEOLOGIC NOTES
H 3 ‘\UE“‘“'ON'.':::::;‘T: 53 W §‘§ 3.1 ¢ | DESCRIPTION MINERALIZATION
z ® ] § ; ;-_ et a : .:.' ; ROCK TY’E :UMQALOOV, ALTRAATION. TRXTUATS, m.llle:ﬁm:unmun A Txet A33AY
_ R S 2 g3 § j o | amAM BIZE, FRAGMENT 8120 ' Veiathi, Moplasement As | ae
Ox e YZ5|2025- 33 Zatn (=30 -595) Lioht poapoiysh brown - '
L l v/ ~Colos VAR %
P | | i
[ | 7
1 | 1115%5-54] N
P i )
1 ]
P i
C B |
L | 111570513 i
P L ‘:
| 1 a
| "g |
P i 'l
L | S ~-Led |
1 \ i
Ll ‘|
| i ] .
IR ‘.
AN 2272 | '
ol e lozs-700 MNE SchiST-
| | :
-
[ -
Rl b
\
T
A
LA -
N _
¥ Vigs- [ Fofe TP 700

ORAL CUTTING LOa

Logoed dy:




THALNLE LL~-1¥-BY Lb:30:dl UBY9-31953.4
"CLIENT BROHM MINING CORP.
"PROJECT R89~-589 #SAMPLES:
"“SPECIAL VALUES"

“ IS Insufficient Sample"

" -9 No Value Recorded"

" Yalues above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
! 21 Au FA OPT 45 ©0.002 99.999
"“SAMPLE PREPS"

" 40 SAMPLE TYPE=D

J.

shown as
shown as

DRILL CORE

" 41 P1l7= 45 Assay Prep
“ 42 P23= 1 Sample Pickup
"REMARKS"

" 5@ Final results are reported.

1% ok ok It

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac" "Sample ID" "
“195300601* D" "2 “RB9-589-0-95 "
"1953@002" "D'" "2" "RB89-589-5-10 "
"195300063" "D" "2" "R89-589-10-15 "
"19530@005" "“D'' "2" "R89-589-15-20 "
"19530006" "D" "2" "RBY-589-20-25 "
"19530007" "D" "2" "RBY-5889-25-30 "
“19530608" D" "2" "R89-589-30~-35 "
"19530009" "D" "2" "R89-589~35-40 "
"19538010" D" "2" "R89-589-40-45 "
"19530011" "D'* "2" "RB89~-589-45-50 "
"19530012" "D" "2" "RB89-589-50-55 "
"1953@0613" "D'" "2" "R8Y-589-55-660 "
"19%53@014" ©p" "2" "RB8IY-589-60-65 "
"19530015" D" “2" "RBY-589-65-70 "
"19530016" "D" "2" "R8Y-589-70-75 "
"1953@6017" "D'" "2" "RB9-589-75-80 "
"19536018" "D "2" "RB89-589-80-85 "
"19530019" "pD" “2" '"RB8I-589-85-90 .
"19530020" "D “2" "RB89-589-90-95 "
"195300621" “p'" "2" "RB89-589-95-100 &
"19530022" D" "2" "RB9~-589-100-105 "
"19530023" "D "2" "RB89-589-~105-110 o
"19530824" D" "2" "R89-589-110-115 "
"19530025" "D "2" "“R89-589-115-120 "
"1953@8026" "D" "2" "RB9-589-~120-125 "
"19530e27" "p" "2" "R89-589-125-130 "
"19530028" "D" "2" "R89-589-1306-135 "
“19538@30" "D" "2" "RB9-589-135-140 "
"19530631" "D" "2" '"R89-589-140-145 "
"19530832" D" "2" “RB89-589-145-150 "
"“19530033" "p" "2" "R89-589-~150-155 "
"195380634" "D" "2" “"RB89-589-155~160 "
"195300835" "p" "2" "R89Y-589-160-165 "
"19530@836" D" "2" Y"RB9-589~165-170 "
"195390637" "p" "2" "“R89Y-589-170-175 "
*1953038" "p'" "2" "R89-589-175-18@ "
"19539039" D" "2" "RBY-589~-18¢-185 "
"19530040" "D" "2" "R89~589-185~190 "
"19530041" D" 2" "R89-589-19¢-195 "
"195306042" "D" "2" "R89~-589-~195-200 "
“19530043" "D" "2" "R89-589-200-205 u
"19530044" "D" "2" "“RB9-589-205-210 "
"1953p045" "p" "2" "R89-589-210-215 "
"1953@046" "D" 2" '"R89-589-215-22@ "
“p" m2v “RB9-589-~220-225 u

"19530047"

PR

45 REFERENCE:

S I OO ST 0O SO TSSOSO SO S

BARRON

0-225

+uplimt"
~lolmt

COMMENTS"

(ie not

02/10/89"

Results Reported "

i Au"
.008
.008
.013
.204
.070 —
.011
.914
.015
.011
@17
52538 56-Lo
.026

.010
.014
.814
.004
.014
017
.913
.9013
.018
.019
.017
209
a1s
.011
.020
210
@25
.915
014
098
.908
.005
.014
0oz
.913
.002
.007
.008
.003
.006
.204
0.012
0.0307

Qo-2¢

.

.

.

.

.

-

.

.

\10 —-14S

.

.
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1o @ -0ap

130 - 135 S
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detected)"



"TITLE 12-10-89 15:36:54 D89-31955.4 J. BARRON 94/10/89"
“CLIENT BROHM MINING CORP. "

“PROJECT R89-589 #SAMPLES: 7¢ REFERENCE: 225-575

"SPECIAL VALUES"

" IS Insufficient Sample"

" -39 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as =lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

01 Au FA OPT 70 ©.002 99.999 Results Reported "
“SAMPLE PREPS™"

‘“ 40 SAMPLE TYPE=D DRILL CORE "

. 41 P17= 70 Assay Prep "

" 42 P64=1192 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS"

" 50 Final results are reported. "

——r——
ok K K w1

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac' "Sample ID" " Au" { -
"19550@01" “D" "2" "R89-589-225-230 " 0.088 220-235 IS @ 05k
"1955@002" "D" "2" "R89-589-230-235 g 0.050

"19550993" "D" "2" "RB8Y~589-235-240 " 0.017

"19550004" "D" "2" "RB89-589-240-245 " 0.007

"19550005" "D" "2" "RB8Y~-589-245-250 g 2.013

"19550007" "D" "2" "RB9~-589-250-255 L 0.004 (
"19550@08" "D" "2" “R89-589-255-260 " @.@2@?B 255 -205 1o @ .02
"19550009" D" "2" "RB9-589-260-265 i 0.023

"19550@1@" "D" "2" "RB89-589-265-270 " 0.011

"“19550@11" "D" "2" "RB89-589-270-275 . 0.006

"1955@@12" "D" "2" "R89-589-275-280 L 0.004

"19550013" "D" "2" "RB9-589-280-285 " 0.005

“19550014" "D" 2" "R89-589-285-290 5 p.011

"19550015" D" "2" "RB89-589-290-295 " ®.007

"1955@@16" "D" "2" "R89-589-295-300 L 0.005

"19550@17" "D" "2" "RB89-589-300-305 8 0.007

"19550@018" "D" “2" "R89-589-305-310 " 0.006

"19550@019" "D" "2" "RB89-589-310-315 g 0.006

"1955@028" "D" "2" "RB9-589-315-320 4 0.013

"19550621" "D" "2" "RB9-589-320-325 " 0.043

"19550022" "D" "2" "RB89-589-325-330 g 0.011

"19550023" "p" "2" "R89-589-330-335 " 9.011

"19550024" "D" "2" "RB9I-589-335-340 g 0.007

“1955@0@025" "D "2" "R89~589-340-345 L 0.017

"19550@026" "D* "2" "RB9-589-345-350 g 0.017

"19550027" "D" "2" "RB9-589-350-355 " ©.041

"19550028" "D" "2" "RB89-589~355-360 " 0.029

"19550029" "D" "2" "R89-589-360-365 " ®.136

"19550030" "D" "2" "R89-589-365-370 " 0.016

“19550@32" "D" "2" "R89-589~370-375 L 0.032

"19550@33" "D" "2" "R89-589-375-380 g 0.209

"19550034" "D" 2" “R89-~589-380-385 " 0.064

"19550@35" "D" "2" "RB9-589-385-390 " 0.032

"19550@036" "D" "2 "R89-589-390-395 " 0.065

"19550@037" "D" "2" "R89~589~395-400 " 0.267

"19550038" "D" "2" "R89-589-400-405 g 0.160

"19550039" "D" “2" "R89-589-~405-410 " 0.326

"19550040" "D" "2" "“RB9I-589-410-415 " 0.412 350 - 550
"1955@0@041" "D" "2" "RB9-589-415-420 L 0.060 2060 Q@ ./07
19550042 "D" "2" "RB9-~589-420-425 g 0.253

"19550043" "O" "2" “R89-589-425-430 . 0.083

"19550044" "D" "2" "“RB9-589-430-435 3 ©.035

"19550045" "p" "2" "RB9I-589-435-440 u 0.023



rip96550046"
"195650047"
"196550848"
"19550049"
"19550050"
"19550051"
“196550052"
"19550053"
119550054"
"19560055"
119550057 "
v19550058"
*©19550059"
"19550060"
"19550061"
"19550062"
1196550063"
“196550064"
"195508065"
"19550066"
"19550067"
119550068"
119550069"
"19550070"
"19660071"
"195500672"
"19550073"
"END"

llDll
IIDII
HDII
nDll
IlDll
|ID|I
IIDII
IIDH
IIDII
IIDII
IIDH
IlDII
HDI!
IIDII
llDll
'IDII
IIDII
llDll
HDH
IIDII
HDH
IIDIl
HDDI
HDH
IJDH
IIO||
IIDII

II2II
ll2|l
II2I'
II2II
ll2|l
||2||
H2ll
II2||
ll2|l
I|2II
II2II
lI2II
||2II
IIZII
||2(|
l|2ll
I|2l|
II2I|
II2II
|I2Il
||2||
II2Il
ll2ll
||2n
II2II
ll2l|
Il2ll

"RB89~-589-440-445
"RB89-589~445-459
"R89~589-450-4565
"RB9—~-589~-455-460
"RB89~-589-460-465
"RB9Y~589-465-470
"R89-589-470-475
"RBG~589-475-480
"R89-~-589~-480-485
"RB9-~-589-485-490
"RB89~-589-490-495
"R89-589-495-500
"RB9-589-500-505
"R89-589~-505-510
“R89-589-510~-515
"RB9~-589-~516~520
"RB89-589-520~-5265
"RB9-589-525-538
“"RB9-589-530~535
"R89-589-535-540
"R89~589~-540~-545
"RB9~589-545-55¢
"R89~-589~-550-~555
"RB9-589-555-560
"RB9-589-560~565
"RBY-589-565-570
"R89-589-570~575

@@SSS@@SS@SGS@@S@SS@@SS@SSS

.082
.0930
.186
.035

156

.076
.923
.17
.24
.932
.127
.341
.239
.958
.87
.106

150

.034

208

.028
.016
.49 )
.011
.009
.013
.016
.008




"TITLE 12-10-89 15:26:45 DB89-319856.
"CLIENT BROHM MINING CORP.

"PROJECT R89-589 #SAMPLES:
"SPECIAL VALUES"

" IS Insufficient Sample”

! -9 No Value Recorded"
" Values above the upper
" Values below the lower
"DETERMINATIONS™"

limit are
limit are

4 J.

25 REFERENCE:

BARRON

shown as

shown

as

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 21 Au FA
“"SAMPLE PREPS"
" 49 SAMPLE TYPE=D

OPT

DRILL CORE

o 41 P17= 25 Assay Prep
42 P64= 390

" 43 P23= 1 Sample Pic
"REMARKS"

" 59 Final results are reported.

Mok oKk ok AL

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7

"BEGIN " "Type'" "Frac'" "Sample ID"

"19560001" "D" "2' "RB89-589-575-580
19560002 "D" "2'" "R89-589~-580-585
"19560@003" "D" "2" "RB89-589-585-590
"19560004" "D" "2'"" "R89~589-590-~-595
"19560005" "D" "2' "RB9-589-585-600
"138560006" "D" "2" "R89-~-589~-600-605
"195600808" "D" "2" "RB9-589-605-610
"19560009" "D" "2" "RB9-~-589-610-615
"19560010" "D "2'" "RB89~-589-615-620
"19560011" "D" "2" "R89-589-620-625
“19560012" D" "2'" "RB89~589-625-630
"19560013" "p" 2" "R89Y~589-630-635
"19560014" "D" "2'" "RB89-589-635-6410
“19560015" "D" "2" "RB89-589-640-645
"19560016" "D" "2" "RB89~589-645-650
"19560017" "p" "2" "R89-58B89-650~655
“19566018" "D" "2" "RBI~589-655-660
"19560019" "D" "2'" '"R89-589-660-665
"19560020" "D" "2" "R89~589-665-670
"19560021" "D" "2" "R89~589-670-675
"1956@022" "D" "2" "RB9~589~-675-680
"1956@923" "DV "2" "RB9Y9-589-680~-685
"19560024" "D'" "2'" "R89~-589-685-690
"19560025" "D'" "2'" "R89-589-690-695
"19560026" "D" "2" "RB9-589~-695-700

HENDH

kKup

’Al))“

25 .02 89.999

Excessive Wetness

ea/10/89"

575-700

+uplimt®”

—~lolmt

(ie not detected)"

COMMENTS"
Results Reported "

SIS RS A SR SIS SIS B SR s O ISR SR TS S s R

.022
.024
.023
.008
.054
.014
.017
.022
.016
.813
.18
.026
.003
.003
.914
.09
.010
.013
.010
.003
.007
.011
.028
.06
.007

Aull

L3S -b!S Yo @_ 023

w3e - b3y

- LBS -0



TR T MR T T R - R e AT AR B N e T G et s SRRl

g o | @ SUBMlTTAL FORM' LAB.REP'QRTNOTD%C?;\%\C’\SB.AT

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. c/o Lerch Brothers- 6631 Wes Way
“North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518

V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909

or : (218) 262-5003

P.O. Box 8059 ] )

Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road

e Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2Vi ’
or (702) 331-1813 ’ (403) 667-6523

Fax (604)985-1071
Telex 04-352667

Please analyze by Assay (% ore grade))x( Geochemical (ppm, trace level) [
Comments .
Type of Samples S':%p(l)efas Sam;zlsee:\ilgsr;\bers Elements to be Analyzed Remarks

DOy | 4SS IKIG- HKLT L
/] 0-5
- AL - AXS

7 Collect O

Total No. Samples "/‘/gf Date Shipped Prepaid O

No. Parcels in Shipment . Date Rec’d at Bondar-Clegg

PLEASE CHECK ., BELOW

REJECTS PULPS

(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless marked below.

marked below. Return immediately 0 Return collect immediately a
~ Return collect after 60 days O Return collect at year end - o
Store to January at a cost of $10/box - , . . : S
(apprbx.f_'1 cu.ft)’ O Resuits and Invoices To Be Sent To

' '(Yo(x will then be contacted)

//7”/\ /] £ / | o lx:liReé,ult"s.

Samples submitted by \/ /%M/Zﬁﬂ/ ' ~. | f)’? (17 - -,g.|nvb|ce_

(for pay'rpent)

Shipment number - L : O Results
o ' ‘ O Invoicé
(copy) "

leént project humber . )
‘ ' O Resuits
.- O Involce
7 (copy) -
Printed in Canada .} . Whnite - Send with Saniples Yellow - Client Copy

Purchase order number




o e C e A S SR

BUNDAR -CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.
Deadwood, S.D. 57732

Phone (604) 985-0681 (605) 578-1903

i, ﬂ§‘}ww:7\‘-ﬂu N AT ,Q{‘-:,. B WA s VRIS LT

SUBMITTAL FORM

SEELSIRTIIAT ;5_7;43:_-,‘ ‘ ’

R T

K

P7-31955 Y

LAB. REPORT NO._|

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2Vi

.. /(403) 667-6523

or  (702) 331-1813 _
Fax (604) 985-1071 : e
Telex 04-352667 -

Please analyze by Assay (% ore grade).-

Comments

Geochemical (ppm, trace level) O

Type of Samples S:%.p?és Sam;zlsee:\il:srybers Elements to be Analyzed Remarks
. ..
W (I | T5 KT S&7
( 74—9" % '75«')
. B Prepaid O
Total No. Samples Date Shipped Py Collect O
No. Parcels in Shipment Date Rec’d at Bondar-Clegg e T /

PLEASE CHECK . BELOW
PULPS

Free storage

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

until year end and then discarded unress

marked below.

Return immediately O Return collect immediately a
Return collect after 60 days G Return collect at ygar end =
Store to January at a cost of $10/box 28
: Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) u _ .
: L - / O Results
; e . R ARV O Invoice
Samples submitted by ..~ Fal 4 i joo T (for payment)
Shipment number O Results
O Invoice
(copy)
Client project number e
At O Results
O Invoice
{copy)

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy



 SUBMITTAL FORM . seror noDd= 519537

S L
130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. cl/o Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or : (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road

. . Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory

Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523

Fax (604) 985-1071
Telex 04-352667 .

Please analyze by Assay (% ore grade)}X( Geochemical (ppm, trace level) O

Comments .

Type of Sample; S:rcr){p(l)és Sam;z\le,(-;rr\il:sr;wbers AEIements to be Analyzed Remarks

Db | 7S [/R8- 529 A
/] 0=
e AHD - AXS

Total No. Samples é/f_ Date Shipped Prepaid U

7 Collect O

No. Parcels in Shipment Date Rec'd at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS PULPS

(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless marked below.

marked below.

(for payment)

Return immediately O Return collcict immediately a
Return collect after 60 days O Return f:ollect at year end -
Store to January at a cost of $10/box ' : o
(You will thén be contacted) (@pprox. tcu. ft)- O Regults and Invoices To Be Sent To S
| /(/ DUPHA 7 O Resuits
Samples submitted by \/- ﬁMlg& I I m - / ' O dnvolce

a Reéults

Shipment number -
. O Involce
(copy) -
Client project number o
. O Resuits
: : - . . O invoice.
Purchase order number } BN s S SR - (copy) ;

Printed in Canada I . White- Send with Samiples  Yellow - Client Copy°

Fm e e ¥ i ’ . o, } ST



SuU B.M.TTAL FORM LAB. Ré%b’RT'N‘-o' 9973’ ADAY

BONDAR-CLEGG

130 Pemberton Ave. . 1A-625 Spice Island Dr. 243 Catlin St.. c/o Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at'Grant St.  Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059 .
Blaine, WA. 88230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 . . (403) 667-6523

Fax (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) Geochemical (ppm, trace level) [

Comments

Type of Samples Sr:r%p(l)és Sam;?lseerr\ilélsr;\bers Elements to be Analyzed Remarks .

"’//Mf A0 1Tan 17 0/“%70

/’/ s o

] G A
Total No. Samples Date Shipped ) 7 Prepaid O
No. Parcels in Shipment Date Rec'd at Bondar-Clegg C}/S/—;)//'? ot

PLEASE CHECK .- BELOW

REJECTS PULPS

COARSE OVER . R
( SIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless marked below.

marked below.

Return immediately o Return co!lept immediately )
_ Return collect after 60 days 0 V Returp ciljl‘lect at year end -
Store to January at a cost of $10/box 3 ‘ , - o -
(You will then be contacted) '(apprpfg.ﬂ cu. ft) O Results and Invoices To Be Saht To
: r g - O Results

/[ ) V4/l g O Invoice

g } / / Af— // W /f-g" I - (for payment)
LA} . ’ )

Samples submitted by. . __

Shipment number O Results
' O Invoice
(copy)
Client project number
0O Results
. L : — O Invoice -
Purchase order number " » . | . ' BT AU R " “(copy)

~ Printed in Canada White - Send with Samples “Yellow - CI'I‘e-S'rit'Copy



BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813

Fax (604) 985-1071
Telex 04-352667.

Please analyze by

Comments

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

SUBMITTAL FORM

243 Catliin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade)

LAB. REPORT NO. D -2 1752+

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) (J

Type of Samples Sr:r?{p?és Samrzlseerl\il:sr;mbers Elements to be Analyzed Remarks
7 7] 7 / —
AT L IC | L 75O
EER (/5008 sT
- [/ & T-%F0))
\',
P id O

Total No. Samples Date Shipped L C;elreaclt 0

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

(You will then be contacted)

Samples submitted by _ J

PLEASE CHECK . BELOW
- PULPS

Date Rec’d at Bondar-Clegg 7
/

L3/ ey

yd
-

Free storage until year end and then discarded unless

marked below.

Shipment number

Client project number

Purchase order number

Return immediately O Return collect immediately O
O
Return collect after 60 days a Return collect at year end
Store to January at a cost of $10/box . .
(approx. 1 cu. ft)° O Results and Invoices To Be Sent To
2 _ ; 7 / O Results
/);/ ?/}//0/(_/ /L\ //(/(9) g / /,; 1//l 0O Invoice
v/ —— L /\/ S . “!‘<7 =~ .7 (for payment)
_;:_; f.’(_l :'./'{_,/ ._.,' ' B ;,’ F {
- O Results
O Invoice
{copy)
O Results
O Invoice
“(copy) .
Printed in Canada AWhite - Send with Samples Yellow - Client Co‘py




BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Biaine, WA. 98230

| SU BM ITTAL FORM g LAB. 'REP§§T- NO.D Ei?—% (UAY

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228

243 Catlin St.

Missoula, Montana 59801

(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732

s
c/o Lerch Brothers 6631 Wes Way
4th Ave. W. at Grant St. Anchorage, Ak. 99518
Hibbing, Minn. 55746 (907) 561-0909

(218) 262-5003

136 Industrial Road )
Whitehorse, Yukon Territory

Y1A 2V1
(403) 667-6523

Phone (604) 985-0681
or . (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

(303) 989-1404 (605) 578-1903

Pléase.analyze by Assay (% ore grade) -ﬁ/ | Geochemical (ppm, trace level) (J

Comments

L }Ty’w’?"’y‘ﬁw Sr:r%p(l)és _ , Sam;()lseerl\iléxsr;wbers Elements to be Analyzed Remarks
(S TAZ AN~ s70 Py
(XY 475~ !
: (35540
Total No. Samples Date Shipped g:)‘i:);i? S

No.- Parcels in Shipment Date Rec’d at Bondar-Clegg

; [/
/(;/// 4
PLEASE CHECK .- BELOW '

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below. Return immediately o Return collect immediately m]
O
Return collect after 60 days O Return collect at year end ,
Store to January at a cost of $10/box .
(approx. 1 cu. ft)° O Results and Invoices To Be Sent To

-(You will then be-conta éid)

i AR / ' 7 — / O Results
. . i Qﬂp/)/(/ . }< /// 3/ A e O Invoice
Samples submitted by —— e N . ,-‘/ )/Q, M& “ (for payment)

i/

O Results

O “Invoice
(copy)

Shiprﬁént nﬁmber

Client project number il : :

o ' -0 Results

O Invoice
(copy)

Purchase order number

Yellow - Client Copy

Printed in Canada ) ’ . i

White - Send with Samples



